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The following document contains all key glass products from Australian Glass Group (AGG) and shows relevant performance data 
in nominal values for centre of glass only (Glass Only), in NFRC standards.

Calculations and terms in this report are derived from NFRC100-2010 calculation standards and using Windows 7.4 software.

When comparing performance data it is important to compare in the same make ups and calculation standards. For example, 
Passive House calculations use European Standards (EN) which give different values compared to NFRC standards that we use 
here in Australia. 

Note that all Double Glazed Units (DGU) are calculated with a 12mm standard aluminum spacer with argon gas included. Warm 
Edge spacer also available. AGG supply argon gas as standard to all Insulglass® DGU (may exclude some specialised sizes).

Different spacer types and the heat treating of glass (Heat Strengthening, Toughening and Heat Soaking) do not impact the Glass 
Only performance values shown in this document.

Also note that spacer bar thickness may vary based on frame allowances and requirements for structural integrity based on size 
of units. It is important to identify the total thickness that a frame can accept and any large size factors.

For Total System performance U-Value (U-Valuew) and SHGC (SHGCw), which calculates Glass + Frame + Sealants, see our 
Estimated Total System Performance Data document, or our Speckel Glazing System Calculator, or our WERS section on our 
website.
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Explanation of Terms:
Product

Australian Glass Group specialises in three main glass product categories; high performance, energy efficient, double glazing (Insulglass®), a full 
range of Laminated glass products including custom made options (AGGLam®) and specialised fire rated glass products (Pyroglass®).

Insulglass® is our family brand of Insulated Glass Units (IGU), most commonly used as Double Glazed Units (DGU):

A full range of non-coated DGU options, surpassing any single glazed option in terms of Insulation.

An ideal Softcoat LowE DGU for warmer climates to minimise Glare and a balance of Solar Control & great 
Insulation.

An ideal Softcoat LowE DGU for colder climates with maximum Visible Light, Passive Heat Gain & excellent 
Insulation.

An excellent Softcoat LowE DGU to advance both Solar Control and Insulation without compromising Visible 
Light.

An superior Softcoat LowE DGU to maximise both Solar Control and Insulation without compromising Visible 
Light.

A range of Hardcoat LowE DGU to suit multiple applications.

AGGLam® is our family brand for Laminated glass products:

Standard Clear and Grey Laminated glass.

A range of Hardcoat LowE Laminated glass.

Audioshield® specialised Acoustic Laminated glass.

White Translucent Laminated glass or custom made with Obscure options. 

IntrudaShield® and IntrudaShield Ultra® Security Laminated glass. 

Pyroglass® range of certified Fire Resistance Level Laminated glass. 

Custom made Laminated Balustrade glass.

Custom made Laminated Flooring glass.

SkyGlass® and SkyGlass Ultra® Structural Laminated glass.
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Pyroglass® is our family brand for specialised Fire rated glass products:

Heat resistant Ceramic glass used in Fireplaces.

Borosilicate glass for Integrity fire performance up to 120 minutes (FRL -/120/-).

Incorporates Pyroglass Pyran® S into a Double Glazed Unit (DGU) for up to 120 minutes (FRL -/120/-).

Specialised multi-laminated glass for Insulating fire performance up to 60 minutes (FRL -/60/60).

Incorporates Pyroglass Pyranova® into a Double Glazed Unit (DGU) for up to 120 minutes (FRL -/120/120).

Product Category

Energy High performing Energy Efficient LowE glass products for reducing Heating & Cooling loads and costs.

Acoustic Specialised high performance Acoustic laminated glass to block a full range of noise offenders.

Safety Safety glass – Toughened and Laminated glass products.

Clarity High Visible Light and Clarity for a clean view through the glass.

Privacy Obscure glass products that can allow the Light in but obscures the image.

Security Security laminated glass to protect against intrusion.

Colour Toned and Tinted glass products.

Fire Fire Resistance Level glass products (FRL).

Structural Structural laminated glass products for tailor made Engineered solutions.
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LowE Coating Surface # 

All glass, no matter how thin, will always have 2 surfaces. We count these surfaces from exterior to interior... or on a cross section diagram, left to 
right. Surface #1 therefore is always outside the building facing the elements. 

A single glazed monolithic glass (eg. 6mm Clear) has 2 surfaces in total. A single glazed laminated glass (eg. AGGLam® Classic 6.38mm Clear) has 
4 surfaces. 

See cross section diagrams below:

For all LowE single glazed monolithic products that have 2 surfaces in total, the LowE coating should be on surface #2 - facing inside the building 
and so not exposed outside to the elements. 

For all LowE single glazed laminated products that have 4 surfaces in total, the LowE coating should be on surface #4 - facing inside the building 
and so not exposed outside to the elements.

See cross section diagrams below:
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For Insulglass® Double Glazed Units, a standard unit with two pieces of monolithic glass (eg. Insulglass Classic® Clear 6/12/6) has 4 surfaces in 
total. If you add a laminated glass to one side you will now have 6 surfaces in total.

See cross section diagrams below:

When using a LowE coating in a double glazed unit, the coating can now be on the inside of the air gap, protected from both the outside elements 
and from touch and cleaning products from inside the building.

This can be either surface #2 on the external pane, or surface #3 of the internal pane of a common DGU unit with two pieces of glass.

So which side should you use? It depends on the type of LowE you are using and also what the second pane of glass will be…

Clear LowE’s are traditionally designed for colder climates to allow Passive Heat from the sun to enter inside (high SHGC), so they are designed for 
surface #3 (eg. Insulglass LowE Plus®).

Higher Solar Control performing LowE’s that are generally not clear looking (eg. Neutral or Blue) stop more heat from the sun from entering inside 
(lower SHGC) and so they are designed for surface #2 as the closer to the sun they are, the more heat they block from entering inside (eg. Neutral 
looking Insulglass LowE Max®)

Note that changing the coating from surface #2 to #3 only affects SHGC and sometimes the aesthetic look with high performing coatings. 

See cross section diagrams below:
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However, if a Tinted glass is also to be used (eg. 6mm Grey), then this will dictate any coating to surface #3 as Tinted glass are designed to 
be as close to the sun as possible to absorb sun heat, stopping it from entering inside, and so tinted glass always go on the external pane.

See cross section diagrams below:

Nominal Thickness mm
The total glass thickness of the glass unit. For Insulglass® Double Glazed Units this is external glass + spacer bar + internal glass.

For AGGLam® laminated products this is external glass + interlayer + internal glass.

In reality, glass is never exactly the nominal thickness stated. There are acceptable thickness tolerances as per AS/NZS 4667:

4mm, 5mm and 6mm   +/-  0.2mm

8mm and 10mm   +/-  0.3mm

15mm			  +/-  0.5mm

19mm			  +/-  1.0mm

Colour
The general aesthetic appearance of the glass as viewed from outside the building looking at surface #1. ‘Clear’ being 

the general term for regular float glass colour.

‘Ultra Clear’ being Low Iron that is more clear, higher clarity and without the green edges that ‘Clear’ glass has.

‘Neutral’ having a slight tone but not obvious Colour like a ‘Tint’ has (eg. Tint: Grey, Green, Blue, Bronze).

Adding a laminated glass product into a DGU can assist with further safety, security, acoustics and UV protection. If there is not a need to have 
the laminated on a certain side due to application, then the LowE coating will dictate its position within the DGU. If the coating is a Clear LowE 
and designed for the interior pane for higher SHGC, then the laminate will be on the exterior and the coating surface becomes #5. If the coating is 
designed for the exterior pane for a lower SHGC, then the laminate will be on the interior and the coating surface will be #2. 

See cross section diagrams below:
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Ultraviolet Blockage (UV-Block)
The percentage of how much harmful UV rays is blocked from coming inside the building. High blockage helps protect against fading factors on 
timber floors, carpets, furniture and artwork.

U-Value
The ‘U’ is the thermodynamic symbol for Internal Energy.

Think of this as a measure of Insulation - how much heat escapes through the glass per m2 when it is colder outside than inside, as heat wants to 
move from where it is hot to where it is not.

The bigger the temperature difference between outside and inside and the bigger the glass m2, the more heat will escape.

This also measures non-sun heat from outside that enters in. This occurs at night after a long hot day as materials like the roads, footpaths, bricks 
and stone absorb the heat and when the sun goes down, this heat re-radiates and wants to enter your building (where it goes from hot to not).

The lower the U-Value, the better the Insulation.

Note - there is glass-only U-Value (Ug) and there is Total System U-Value (U-Valuew) which = glass + frame + sealants. 
The National Construction Codes (NCC) dictate Total System U-Valuew.

For Total System performance U-Valuew which calculates Glass + Frame + Sealants, see our Estimated Total System Performance Data document, 
or our Speckel Glazing System Calculator, or our WERS section on our website.

SHGC

Solar Heat Gain Coefficient. This as a measure of Solar Control - how much heat from the sun enters inside the building through the glass.

You can think of this as a % so an SHGC of 0.84 is 84% of heat from the sun enters inside (therefore 16% is blocked), while an SHGC of 0.27 is 27% 
of heat from the sun enters inside (therefore 73% is blocked).

The lower the SHGC, the more passive heat from the sun is blocked from coming inside.

The higher the SHGC, the more passive heat from the sun enters inside your building (which is more desirable in colder climates).

Note - there is glass-only SHGC and there is Total System SHGC (SHGCw) which = glass + frame + sealants. 
The National Construction Codes (NCC) dictate Total System SHGCw.

For Total System performance SHGCw which calculates Glass + Frame + Sealants, see our Estimated Total System Performance Data document, 
or our Speckel Glazing System Calculator, or our WERS section on our website.

Visible Light Transmittance (VLT)
The percentage of sunlight that enters into a building through the glass. The higher the VLT the more natural light enters inside. The lower the VLT, 
the less glare factor and also the darker the glass can look.

Visible Light Reflection-Out (VLR-Out)

The percentage of sunlight that is reflected outside from the glass. Be aware of any values above 20%.

Visible Light Reflection-In (VLR-In)
The percentage of internal light that is reflected back inside from the glass. Be aware of any values above 20%.
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Acoustics (Rw)

Acoustics deals with noise, specifically how much it blocks. Rw is the weighted sound reduction index. It gives a noise blocking factor (in decibels) 
to an average hertz frequency range that represents common noise offenders (eg. common traffic, common speech levels).

Rw is a handy average to compare against other glass types on common noise offenders, however you must be careful if you have non common 
noise offender concerns as Rw does not take into account any specific low hertz frequency base-noise or any high hertz frequency treble-noise.

The higher the Rw, the better the glass is at blocking common noise offenders.

The thicker the glass, or glass make up, the better it is at blocking low hertz frequency base-noise.

With the use of acoustic laminated glass (eg. Audioshield®), the better it is at blocking high hertz frequency treble-noise.

Combine the two factors to create an ultimate performance against a full range of noise offenders (eg. a thicker Audioshield® acoustic laminate 
inside any thick Insulglass® Double Glazed Unit).

Weight (Kg per m2)
The total unit weight per m2 of glass. 

eg. an Insulglass Classic® 6/12/6 double glazed unit is 30kg per m2. 

If you have a unit at 1800mm x 1100mm then that is 1.98m2 total size (1.8m x 1.1m). 

Multiplied by 30kg per m2 results in that individual unit weighing 59.4kg. 

Selectivity (LSG)

A factor that looks at the relationship between Visible Light Transmittance (VLT) and Solar Energy Transmittance - ie. Solar Heat Gain Coefficient 
(SHGC).

Where strong Solar Control is required (eg. Commercial buildings and warm-hot climate Residential buildings), a lower SHGC value is required - 
representing less heat from the sun entering inside the building, and therefore, more heat from the sun being blocked. The Selectivity factor 
highlights what affect lower SHGC values have on the VLT.

While we need significant Solar Control performance for some buildings and climates, we must be mindful of the impact on VLT as there are 
health and comfort concerns associated with a lack of natural light and we do not want to work, or live, inside dark buildings.

Selectivity uses the Light-to-Solar Gain ratio (LSG) of VLT divided by SHGC and a ratio of 1.25 or higher is considered to be “Spectrally Selective” 
and such values require a softcoat LowE Double Glazed Unit (eg. Insulglass LowE Prime® at 1.26 and Insulglass LowE Plus® at 1.34 - in 6/12/6 
make up with a Clear secondary lite).

A ratio over 2.0 is extremely high performing as and LSG ratio of 2.0 allows twice the amount of light inside versus sun-heat (eg. Insulglass LowE 
Advance® Clear 6/12/6 at 2.03 Selectivity).

The higher the Selectivity LSG ratio, the higher performing the glass is at maintaining higher levels of Visible Light and yet also excellent Solar Heat 
blocking (eg. one of the highest Spectrally Selectivity values in the world for a DGU being Insulglass LowE Max® Clear 6/12/6 at 2.44, or by using 
Low Iron as the secondary lite, 2.52.
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Insulglass Classic® - Clear

4mm Clear / 12mm argon / 4mm Clear 20 Clear 81 15 15 42 2.6 0.77 1.05 32 20.0

5mm Clear / 12mm argon / 5mm Clear 22 Clear 80 15 15 45 2.6 0.76 1.05 33 25.0

6mm Clear / 12mm argon / 6mm Clear 24 Clear 79 15 15 48 2.5 0.74 1.07 34 30.0

8mm Clear / 12mm argon / 8mm Clear 28 Clear 79 15 15 53 2.5 0.71 1.11 35 40.0

10mm Clear / 12mm argon / 10mm Clear 32 Clear 77 15 15 57 2.5 0.68 1.13 36 50.0

Insulglass Classic® - Grey

4mm Grey / 12mm argon / 4mm Clear 20 Grey 51 8 13 75 2.6 0.58 0.88 32 20.0

5mm Grey / 12mm argon / 5mm Clear 22 Grey 45 7 13 79 2.6 0.53 0.85 33 25.0

6mm Grey / 12mm argon / 6mm Clear 24 Grey 40 7 12 83 2.5 0.49 0.82 34 30.0

8mm Grey / 12mm argon / 8mm Clear 28 Grey 30 6 12 89 2.5 0.42 0.71 35 40.0

10mm Grey / 12mm argon / 10mm Clear 32 Grey 23 5 12 92 2.5 0.36 0.64 36 50.0

Insulglass Classic® - Green

5mm Green / 12mm argon / 5mm Clear 22 Green 68 12 14 78 2.6 0.50 1.36 33 25.0

6mm Green / 12mm argon / 6mm Clear 24 Green 66 11 14 82 2.5 0.46 1.43 34 30.0

Insulglass Classic® - Clear Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Clear / 12mm argon / 4mm Pattern 20 Clear Obscure 81 15 15 42 2.6 0.77 1.05 32 20.0

5mm Clear / 12mm argon / 5mm Pattern 22 Clear Obscure 81 15 15 45 2.6 0.76 1.07 33 25.0

6mm Clear / 12mm argon / 6mm Pattern 24 Clear Obscure 80 15 15 48 2.5 0.74 1.08 34 30.0

Insulglass Classic® - Grey Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Grey / 12mm argon / 4mm Pattern 20 Grey Obscure 51 8 13 75 2.6 0.58 0.88 32 20.0

5mm Grey / 12mm argon / 5mm Pattern 22 Grey Obscure 45 7 13 79 2.6 0.53 0.85 33 25.0

6mm Grey / 12mm argon / 6mm Pattern 24 Grey Obscure 40 7 12 83 2.5 0.49 0.82 34 30.0

Insulglass Classic® - Acid Etched

4mm Clear / 12mm argon / 4mm Acid Etched 20 Frosted 81 15 15 42 2.6 0.77 1.05 32 20.0

6mm Clear / 12mm argon / 6mm Acid Etched 24 Frosted 80 15 15 48 2.5 0.74 1.08 34 30.0

Insulglass Classic® -  Clear Laminate

4mm Clear / 12mm argon / 6.38mm Clear Laminate 22.38 Clear 81 15 15 >99 2.5 0.76 1.07 36 25.4

5mm Clear / 12mm argon / 6.38mm Clear Laminate 23.38 Clear 81 15 15 >99 2.5 0.74 1.09 37 27.9

6mm Clear / 12mm argon / 6.38mm Clear Laminate 24.38 Clear 80 15 15 >99 2.5 0.73 1.10 39 30.4

6mm Clear / 12mm argon / 8.38mm Clear Laminate 26.38 Clear 79 15 15 >99 2.5 0.72 1.10 40 35.4

6mm Clear / 12mm argon / 10.38mm Clear Laminate 28.38 Clear 77 15 14 >99 2.5 0.70 1.10 41 40.4

6mm Clear / 12mm argon / 12.38mm Clear Laminate 30.38 Clear 76 15 14 >99 2.5 0.70 1.09 42 45.4

8mm Clear / 12mm argon / 8.38mm Clear Laminate 28.38 Clear 80 15 15 >99 2.5 0.70 1.14 41 40.4

8mm Clear / 12mm argon / 10.38mm Clear Laminate 30.38 Clear 76 15 14 >99 2.5 0.68 1.12 42 45.4

8mm Clear / 12mm argon / 12.38mm Clear Laminate 32.38 Clear 76 15 14 >99 2.5 0.68 1.12 43 50.4

10mm Clear / 12mm argon / 10.38mm Clear Laminate 32.38 Clear 76 15 14 >99 2.5 0.66 1.15 43 50.4

10mm Clear / 12mm argon / 12.38mm Clear Laminate 34.38 Clear 75 14 14 >99 2.5 0.66 1.14 44 55.4

Insulglass Classic® - Double Glazed Units (DGU)
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Insulglass Classic® -  Grey Laminate

4mm Grey / 12mm argon / 6.38mm Clear Laminate 22.38 Grey 51 8 13 >99 2.5 0.57 0.89 36 25.4

5mm Grey / 12mm argon / 6.38mm Clear Laminate 23.38 Grey 45 7 13 >99 2.5 0.52 0.87 37 27.9

6mm Grey / 12mm argon / 6.38mm Clear Laminate 24.38 Grey 40 7 12 >99 2.5 0.48 0.83 39 30.4

6mm Grey / 12mm argon / 8.38mm Clear Laminate 26.38 Grey 40 7 13 >99 2.5 0.48 0.83 40 35.4

6mm Grey / 12mm argon / 10.38mm Clear Laminate 28.38 Grey 38 7 12 >99 2.5 0.46 0.83 41 40.4

6mm Grey / 12mm argon / 12.38mm Clear Laminate 30.38 Grey 38 7 12 >99 2.5 0.46 0.83 42 45.4

8mm Grey / 12mm argon / 8.38mm Clear Laminate 28.38 Grey 31 6 13 >99 2.5 0.41 0.76 41 40.4

8mm Grey / 12mm argon / 10.38mm Clear Laminate 30.38 Grey 29 6 12 >99 2.5 0.40 0.73 42 45.4

8mm Grey / 12mm argon / 12.38mm Clear Laminate 32.38 Grey 29 6 11 >99 2.5 0.40 0.73 43 50.4

10mm Grey / 12mm argon / 10.38mm Clear Laminate 32.38 Grey 22 5 11 >99 2.5 0.35 0.63 43 50.4

10mm Grey / 12mm argon / 12.38mm Clear Laminate 34.38 Grey 22 5 11 >99 2.5 0.35 0.63 44 55.4

Insulglass Classic® - White Translucent Laminate

4mm Clear / 12mm argon / 6.38mm White Trans Laminate 22.38 White Opaque 62 14 12 >99 2.5 0.70 0.89 36 25.4

5mm Clear / 12mm argon / 6.38mm White Trans Laminate 23.38 White Opaque 61 14 11 >99 2.5 0.69 0.88 37 27.9

6mm Clear / 12mm argon / 6.38mm White Trans Laminate 24.38 White Opaque 61 14 11 >99 2.5 0.68 0.90 39 30.4

Insulglass Classic® - Grey White Translucent Laminate

4mm Grey / 12mm argon / 6.38mm White Trans Laminate 22.38 Grey Opaque 38 8 10 >99 2.5 0.53 0.72 36 25.4

5mm Grey / 12mm argon / 6.38mm White Trans Laminate 23.38 Grey Opaque 34 7 10 >99 2.5 0.49 0.69 37 27.9

6mm Grey / 12mm argon / 6.38mm White Trans Laminate 24.38 Grey Opaque 30 7 10 >99 2.5 0.46 0.65 39 30.4

Insulglass Classic® - Clear Audioshield® Laminate

4mm Clear / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 22.5 Clear 81 15 15 >99 2.5 0.75 1.08 37 25.5

5mm Clear / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 23.5 Clear 81 15 15 >99 2.5 0.73 1.11 39 28.0

6mm Clear / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 24.5 Clear 80 15 15 >99 2.5 0.72 1.11 41 30.5

6mm Clear / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 26.5 Clear 79 15 15 >99 2.5 0.71 1.11 42 35.5

6mm Clear / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 28.5 Clear 76 15 14 >99 2.5 0.69 1.10 42 40.5

6mm Clear / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 30.5 Clear 75 15 14 >99 2.4 0.69 1.09 43 45.5

8mm Clear / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 28.5 Clear 80 15 15 >99 2.5 0.69 1.16 44 40.5

8mm Clear / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 30.5 Clear 75 15 14 >99 2.5 0.67 1.12 45 45.5

8mm Clear / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 32.5 Clear 75 15 14 >99 2.4 0.67 1.12 46 50.5

10mm Clear / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 32.5 Clear 75 15 14 >99 2.5 0.65 1.15 46 50.5

10mm Clear / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 34.5 Clear 74 14 14 >99 2.4 0.65 1.14 46 55.5

Insulglass Classic®- Grey Audioshield® Laminate

4mm Grey / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 22.5 Grey 51 8 13 >99 2.5 0.56 0.91 37 25.5

5mm Grey / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 23.5 Grey 45 7 13 >99 2.5 0.51 0.88 39 28.0

6mm Grey / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 24.5 Grey 40 7 12 >99 2.5 0.47 0.85 41 30.5

6mm Grey / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 26.5 Grey 40 7 13 >99 2.5 0.47 0.85 42 35.5

6mm Grey / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 28.5 Grey 37 7 12 >99 2.5 0.45 0.82 42 40.5

6mm Grey / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 30.5 Grey 37 6 12 >99 2.5 0.45 0.82 43 45.5

8mm Grey / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 28.5 Grey 31 6 13 >99 2.5 0.40 0.78 44 40.5
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

8mm Grey / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 30.5 Grey 28 6 12 >99 2.5 0.39 0.72 45 45.5

8mm Grey / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 32.5 Grey 28 6 11 >99 2.4 0.39 0.72 46 50.5

10mm Grey / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 32.5 Grey 21 5 11 >99 2.5 0.34 0.62 46 50.5

10mm Grey / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 34.5 Grey 21 5 11 >99 2.4 0.34 0.62 46 55.5

Insulglass Classic® - Double Audioshield® Laminate

6.5mm Audioshield Laminate / 12mm argon / 6.5mm Audioshield Laminate 25 Clear 81 15 15 >99 2.5 0.70 1.16 43 31.0

6.5mm Audioshield Laminate / 12mm argon / 8.5mm Audioshield Laminate 27 Clear 81 16 16 >99 2.5 0.69 1.17 44 36.0

6.5mm Audioshield Laminate / 12mm argon / 10.5mm Audioshield Laminate 29 Clear 76 15 14 >99 2.5 0.67 1.13 45 41.0

6.5mm Audioshield Laminate / 12mm argon / 12.5mm Audioshield Laminate 31 Clear 76 15 14 >99 2.4 0.67 1.13 46 46.0

8.5mm Audioshield Laminate / 12mm argon / 8.5mm Audioshield Laminate 29 Clear 81 16 16 >99 2.5 0.69 1.17 45 41.0

8.5mm Audioshield Laminate / 12mm argon / 10.5mm Audioshield Laminate 31 Clear 76 15 15 >99 2.5 0.67 1.13 46 46.0

8.5mm Audioshield Laminate / 12mm argon / 12.5mm Audioshield Laminate 33 Clear 76 15 15 >99 2.4 0.66 1.15 47 51.0

10.5mm Audioshield Laminate / 12mm argon / 10.5mm Audioshield Laminate 33 Clear 73 14 14 >99 2.5 0.60 1.22 48 51.0

10.5mm Audioshield Laminate / 12mm argon / 12.5mm Audioshield Laminate 35 Clear 72 14 14 >99 2.4 0.60 1.20 49 56.0

12.5mm Audioshield Laminate / 12mm argon / 12.5mm Audioshield Laminate 37 Clear 72 14 14 >99 2.4 0.59 1.22 50 61.0
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Insulglass LowE Prime® - Clear

4mm LowE Prime / 12mm argon / 4mm Clear 2 20 Neutral 69 12 13 51 1.7 0.55 1.25 32 20.0

5mm LowE Prime / 12mm argon / 5mm Clear 2 22 Neutral 68 12 13 54 1.7 0.54 1.26 33 25.0

6mm LowE Prime / 12mm argon / 6mm Clear 2 24 Neutral 68 12 12 56 1.6 0.54 1.26 34 30.0

8mm LowE Prime / 12mm argon / 8mm Clear 2 28 Neutral 67 12 12 60 1.6 0.52 1.29 35 40.0

10mm LowE Prime / 12mm argon / 10mm Clear 2 32 Neutral 65 11 12 63 1.6 0.50 1.30 36 50.0

Insulglass LowE Prime® - Grey

4mm Grey / 12mm argon / 4mm LowE Prime 3 20 Grey 43 7 10 79 1.7 0.48 0.90 32 20.0

5mm Grey / 12mm argon / 5mm LowE Prime 3 22 Grey 38 7 10 82 1.7 0.44 0.86 33 25.0

6mm Grey / 12mm argon / 6mm LowE Prime 3 24 Grey 34 6 10 85 1.6 0.40 0.85 34 30.0

8mm Grey / 12mm argon / 8mm LowE Prime 3 28 Grey 25 5 10 90 1.6 0.33 0.76 35 40.0

10mm Grey / 12mm argon / 10mm LowE Prime 3 32 Grey 19 5 9 93 1.6 0.28 0.68 36 50.0

Insulglass LowE Prime® - Green

5mm Green / 12mm argon / 5mm LowE Prime 3 22 Green 58 10 11 81 1.7 0.42 1.38 33 25.0

6mm Green / 12mm argon / 6mm LowE Prime 3 24 Green 55 9 11 84 1.6 0.39 1.41 34 30.0

Insulglass LowE Prime® - Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm LowE Prime / 12mm argon / 4mm Pattern 2 20 Neutral Obscure 69 12 13 51 1.7 0.56 1.23 32 20.0

5mm LowE Prime / 12mm argon / 5mm Pattern 2 22 Neutral Obscure 68 12 13 54 1.7 0.55 1.24 33 25.0

6mm LowE Prime / 12mm argon / 6mm Pattern 2 24 Neutral Obscure 67 12 12 56 1.6 0.54 1.24 34 30.0

Insulglass LowE Prime® - Acid Etched

4mm LowE Prime / 12mm argon / 4mm Acid Etched 2 20 Neutral Frosted 69 12 13 51 1.7 0.56 1.23 32 20.0

5mm LowE Prime / 12mm argon / 6mm Acid Etched 2 23 Neutral Frosted 68 12 12 53 1.6 0.55 1.24 33 25.0

6mm LowE Prime / 12mm argon / 6mm Acid Etched 2 24 Neutral Frosted 67 12 12 56 1.6 0.54 1.24 34 30.0

8mm LowE Prime / 12mm argon / 10mm Acid Etched 2 30 Neutral Frosted 66 12 12 61 1.6 0.52 1.27 35 45.0

10mm LowE Prime / 12mm argon / 10mm Acid Etched 2 32 Neutral Frosted 65 11 12 63 1.6 0.50 1.30 36 50.0

Insulglass LowE Prime® - Clear Laminate

4mm LowE Prime / 12mm argon / 6.38mm Clear Laminate 2 22.38 Neutral 69 12 12 >99 1.6 0.55 1.25 36 25.4

5mm LowE Prime / 12mm argon / 6.38mm Clear Laminate 2 23.38 Neutral 68 12 12 >99 1.6 0.54 1.26 37 27.9

6mm LowE Prime / 12mm argon / 6.38mm Clear Laminate 2 24.38 Neutral 68 12 12 >99 1.6 0.54 1.26 39 30.4

6mm LowE Prime / 12mm argon / 8.38mm Clear Laminate 2 26.38 Neutral 67 12 12 >99 1.6 0.53 1.26 40 35.4

6mm LowE Prime / 12mm argon / 10.38mm Clear Laminate 2 28.38 Neutral 65 11 12 >99 1.6 0.52 1.25 41 40.4

6mm LowE Prime / 12mm argon / 12.38mm Clear Laminate 2 30.38 Neutral 64 11 12 >99 1.6 0.52 1.23 42 45.4

8mm LowE Prime / 12mm argon / 8.38mm Clear Laminate 2 28.38 Neutral 66 11 12 >99 1.6 0.52 1.27 41 40.4

8mm LowE Prime / 12mm argon / 10.38mm Clear Laminate 2 30.38 Neutral 64 11 12 >99 1.6 0.51 1.25 42 45.4

8mm LowE Prime / 12mm argon / 12.38mm Clear Laminate 2 32.38 Neutral 64 11 12 >99 1.6 0.51 1.25 43 50.4

10mm LowE Prime / 12mm argon / 10.38mm Clear Laminate 2 32.38 Neutral 64 11 12 >99 1.6 0.50 1.28 43 50.4

10mm LowE Prime / 12mm argon / 12.38mm Clear Laminate 2 34.38 Neutral 63 11 12 >99 1.6 0.50 1.26 44 55.4

Insulglass LowE Prime® - Double Glazed Units (DGU) 
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Insulglass LowE Prime® - White Translucent Laminate

4mm LowE Prime / 12mm argon / 6.38mm White Trans Laminate 2 22.38 Neutral Opaque 52 11 10 >99 1.6 0.53 0.98 36 25.4

5mm LowE Prime / 12mm argon / 6.38mm White Trans Laminate 2 23.38 Neutral Opaque 52 11 10 >99 1.6 0.52 1.00 37 27.9

6mm LowE Prime / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Neutral Opaque 52 11 10 >99 1.6 0.52 1.00 39 30.4

Insulglass LowE Prime® - Audioshield® Laminate

4mm LowE Prime / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 22.5 Clear 68 12 12 >99 1.6 0.54 1.26 37 25.5

5mm LowE Prime / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 23.5 Clear 68 12 12 >99 1.6 0.53 1.28 39 30.0

6mm LowE Prime / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Clear 68 12 12 >99 1.6 0.53 1.28 41 30.5

6mm LowE Prime / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 26.5 Clear 67 12 12 >99 1.6 0.52 1.29 42 35.5

6mm LowE Prime / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 28.5 Clear 64 11 12 >99 1.6 0.51 1.25 42 40.5

6mm LowE Prime / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 30.5 Clear 63 11 12 >99 1.6 0.51 1.24 43 45.5

8mm LowE Prime / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 28.5 Clear 67 11 12 >99 1.6 0.51 1.31 44 40.5

8mm LowE Prime / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 30.5 Clear 63 11 12 >99 1.6 0.50 1.26 45 45.5

8mm LowE Prime / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 32.5 Clear 63 11 12 >99 1.6 0.50 1.26 46 50.5

10mm LowE Prime / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 32.5 Clear 63 11 12 >99 1.6 0.49 1.29 46 50.5

10mm LowE Prime / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 34.5 Clear 62 11 12 >99 1.6 0.49 1.27 46 55.5
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Insulglass LowE Plus® - Clear

4mm Clear / 12mm argon / 4mm LowE Plus 3 20 Clear 81 13 13 55 1.4 0.61 1.33 32 20.0

5mm Clear / 12mm argon / 5mm LowE Plus 3 22 Clear 80 13 13 57 1.4 0.60 1.33 33 25.0

6mm Clear / 12mm argon / 6mm LowE Plus 3 24 Clear 79 12 13 59 1.4 0.59 1.34 34 30.0

8mm Clear / 12mm argon / 8mm LowE Plus 3 28 Clear 78 12 13 63 1.4 0.57 1.37 35 40.0

10mm Clear / 12mm argon / 10mm LowE Plus 3 32 Clear 76 12 12 66 1.4 0.55 1.38 36 50.0

Insulglass LowE Plus® - Grey

4mm Grey / 12mm argon / 4mm LowE Plus 3 20 Grey 51 7 11 80 1.4 0.44 1.16 32 20.0

5mm Grey / 12mm argon / 5mm LowE Plus 3 22 Grey 44 7 10 83 1.4 0.39 1.13 33 25.0

6mm Grey / 12mm argon / 6mm LowE Plus 3 24 Grey 39 6 10 86 1.4 0.36 1.08 34 30.0

8mm Grey / 12mm argon / 8mm LowE Plus 3 28 Grey 30 5 10 91 1.4 0.29 1.03 35 40.0

10mm Grey / 12mm argon / 10mm LowE Plus 3 32 Grey 23 5 9 94 1.4 0.24 0.96 36 50.0

Insulglass LowE Plus® - Green

5mm Green / 12mm argon / 5mm LowE Plus 3 22 Green 68 10 12 82 1.4 0.40 1.70 33 25.0

6mm Green / 12mm argon / 6mm LowE Plus 3 24 Green 65 10 11 85 1.4 0.37 1.76 34 30.0

Insulglass LowE Plus® - Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Pattern / 12mm argon / 4mm LowE Plus 3 20 Clear Obscure 80 13 13 55 1.4 0.60 1.33 32 20.0

5mm Pattern / 12mm argon / 5mm LowE Plus 3 22 Clear Obscure 80 13 13 57 1.4 0.59 1.36 33 25.0

6mm Pattern / 12mm argon / 6mm LowE Plus 3 24 Clear Obscure 79 12 13 59 1.4 0.58 1.36 34 30.0

Insulglass LowE Plus® - Acid Etched

4mm Acid Etched / 12mm argon / 4mm LowE Plus 3 20 Frosted 80 13 13 55 1.4 0.60 1.33 32 20.0

6mm Acid Etched / 12mm argon / 5mm LowE Plus 3 23 Frosted 79 12 13 58 1.4 0.59 1.34 33 25.0

6mm Acid Etched / 12mm argon / 6mm LowE Plus 3 24 Frosted 79 12 13 59 1.4 0.58 1.36 34 30.0

10mm Acid Etched / 12mm argon / 8mm LowE Plus 3 30 Frosted 77 12 13 63 1.4 0.56 1.38 35 45.0

10mm Acid Etched / 12mm argon / 10mm LowE Plus 3 32 Frosted 76 12 12 64 1.4 0.55 1.38 36 50.0

Insulglass LowE Plus® - Clear Laminate

6.38mm Clear Laminate / 12mm argon / 4mm LowE Plus 5 22.38 Clear 80 12 13 >99 1.4 0.56 1.43 36 25.4

6.38mm Clear Laminate / 12mm argon / 5mm LowE Plus 5 23.38 Clear 79 12 12 >99 1.4 0.57 1.39 37 27.9

6.38mm Clear Laminate / 12mm argon / 6mm LowE Plus 5 24.38 Clear 79 12 13 >99 1.4 0.56 1.41 39 30.4

8.38mm Clear Laminate / 12mm argon / 6mm LowE Plus 5 26.38 Clear 78 13 13 >99 1.4 0.55 1.42 40 35.4

10.38mm Clear Laminate / 12mm argon / 6mm LowE Plus 5 28.38 Clear 76 12 12 >99 1.4 0.51 1.49 41 40.4

12.38mm Clear Laminate / 12mm argon / 6mm LowE Plus 5 30.38 Clear 75 12 12 >99 1.4 0.50 1.50 42 45.4

8.38mm Clear Laminate / 12mm argon / 8mm LowE Plus 5 28.38 Clear 78 12 12 >99 1.4 0.54 1.44 41 40.4

10.38mm Clear Laminate / 12mm argon / 8mm LowE Plus 5 30.38 Clear 75 12 12 >99 1.4 0.51 1.47 42 45.4

12.38mm Clear Laminate / 12mm argon / 8mm LowE Plus 5 32.38 Clear 75 12 12 >99 1.4 0.50 1.50 43 50.4

10.38mm Clear Laminate / 12mm argon / 10mm LowE Plus 5 32.38 Clear 75 12 12 >99 1.4 0.51 1.47 43 50.4

12.38mm Clear Laminate / 12mm argon / 10mm LowE Plus 5 34.38 Clear 74 12 12 >99 1.4 0.50 1.48 44 55.4

Insulglass LowE Plus® - Double Glazed Units (DGU)
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Insulglass LowE Plus® - White Translucent Laminate

6.38mm White Trans Laminate / 12mm argon / 4mm LowE Plus 5 22.38 White Opaque 61 10 12 >99 1.4 0.46 1.33 36 25.4

6.38mm White Trans Laminate / 12mm argon / 6mm LowE Plus 5 24.38 White Opaque 60 10 12 >99 1.4 0.45 1.33 39 30.4

Insulglass LowE Plus® - Audioshield® Laminate

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 4mm LowE Plus 5 22.5 Clear 80 12 13 >99 1.4 0.55 1.45 37 25.5

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 5mm LowE Plus 5 23.5 Clear 79 12 13 >99 1.4 0.55 1.44 39 30.0

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 6mm LowE Plus 5 24.5 Clear 79 12 13 >99 1.4 0.55 1.44 41 30.5

8.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 6mm LowE Plus 5 26.5 Clear 78 12 13 >99 1.4 0.54 1.44 42 35.5

10.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 6mm LowE Plus 5 28.5 Clear 75 12 12 >99 1.4 0.50 1.50 42 40.5

12.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 6mm LowE Plus 5 30.5 Clear 74 12 12 >99 1.4 0.49 1.51 43 45.5

8.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 8mm LowE Plus 5 28.5 Clear 78 12 12 >99 1.4 0.53 1.47 44 40.5

10.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 8mm LowE Plus 5 30.5 Clear 74 12 12 >99 1.4 0.50 1.48 45 45.5

12.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 8mm LowE Plus 5 32.5 Clear 74 12 12 >99 1.4 0.49 1.51 46 50.5

10.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 10mm LowE Plus 5 32.5 Clear 74 12 12 >99 1.4 0.50 1.48 46 50.5

12.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 10mm LowE Plus 5 34.5 Clear 73 12 12 >99 1.4 0.49 1.49 46 55.5
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Insulglass LowE Advance® - Clear

6mm LowE Advance / 12mm argon / 4mm Clear 2 22 Clear 72 14 15 84 1.3 0.35 2.06 33 25.0

6mm LowE Advance / 12mm argon / 5mm Clear 2 23 Clear 71 14 15 84 1.3 0.35 2.03 33 27.5

6mm LowE Advance / 12mm argon / 6mm Clear 2 24 Clear 71 13 15 85 1.3 0.35 2.03 34 30.0

8mm LowE Advance / 12mm argon / 8mm Clear 2 28 Clear 70 13 14 86 1.3 0.34 2.06 35 40.0

Insulglass LowE Advance® - Grey

4mm Grey / 12mm argon / 6mm LowE Advance 3 22 Grey 45 8 12 92 1.3 0.31 1.45 33 25.0

5mm Grey / 12mm argon / 6mm LowE Advance 3 23 Grey 40 7 12 93 1.3 0.29 1.38 33 27.5

6mm Grey / 12mm argon / 6mm LowE Advance 3 24 Grey 35 7 11 94 1.3 0.26 1.35 34 30.0

8mm Grey / 12mm argon / 8mm LowE Advance 3 28 Grey 27 6 11 96 1.3 0.22 1.23 35 40.0

Insulglass LowE Advance® - Green

5mm Green / 12mm argon / 6mm LowE Advance 3 23 Green 61 12 13 93 1.3 0.34 1.79 33 27.5

6mm Green / 12mm argon / 6mm LowE Advance 3 24 Green 58 11 12 94 1.3 0.32 1.81 34 30.0

Insulglass LowE Advance® - Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

6mm LowE Advance / 12mm argon / 4mm Pattern 2 22 Clear Obscure 72 14 15 84 1.3 0.35 2.06 33 20.0

6mm LowE Advance / 12mm argon / 5mm Pattern 2 23 Clear Obscure 71 14 15 84 1.3 0.35 2.03 33 27.5

6mm LowE Advance / 12mm argon / 6mm Pattern 2 24 Clear Obscure 71 13 15 85 1.3 0.35 2.03 34 25.0

Insulglass LowE Advance® - Acid Etched

6mm LowE Advance / 12mm argon / 4mm Acid Etched 2 22 Frosted 72 14 15 84 1.3 0.35 2.06 33 25.0

6mm LowE Advance / 12mm argon / 6mm Acid Etched 2 24 Frosted 71 13 15 85 1.3 0.35 2.03 34 30.0

8mm LowE Advance / 12mm argon / 10mm Acid Etched 2 30 Frosted 69 13 13 87 1.3 0.33 2.09 35 45.0

Insulglass LowE Advance® - Clear Laminate

6mm LowE Advance / 12mm argon / 6.38mm Clear Laminate 2 24.38 Clear 71 13 15 >99 1.3 0.35 2.03 39 30.4

6mm LowE Advance / 12mm argon / 8.38mm Clear Laminate 2 26.38 Clear 72 13 15 >99 1.3 0.34 2.12 40 35.4

6mm LowE Advance / 12mm argon / 10.38mm Clear Laminate 2 28.38 Clear 68 13 14 >99 1.3 0.34 2.00 41 40.4

6mm LowE Advance / 12mm argon / 12.38mm Clear Laminate 2 30.38 Clear 68 13 14 >99 1.3 0.34 2.00 42 45.4

8mm LowE Advance / 12mm argon / 8.38mm Clear Laminate 2 28.38 Clear 71 13 15 >99 1.3 0.34 2.09 41 40.4

8mm LowE Advance / 12mm argon / 10.38mm Clear Laminate 2 30.38 Clear 68 13 14 >99 1.3 0.34 2.00 42 45.4

8mm LowE Advance / 12mm argon / 12.38mm Clear Laminate 2 32.38 Clear 67 13 14 >99 1.3 0.34 1.97 43 50.4

Insulglass LowE Advance® - White Translucent Laminate

6mm LowE Advance / 12mm argon / 6.38mm White Trans Laminate 2 24.38 White Opaque 54 13 11 >99 1.3 0.34 1.59 39 30.4

Insulglass LowE Advance® - Audioshield® Laminate

6mm LowE Advance / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Clear 71 13 15 >99 1.3 0.34 2.09 41 30.5

6mm LowE Advance / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 26.5 Clear 72 13 15 >99 1.3 0.33 2.18 42 35.5

6mm LowE Advance / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 28.5 Clear 67 13 14 >99 1.3 0.33 2.03 42 40.5

6mm LowE Advance / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 30.5 Clear 67 13 14 >99 1.3 0.33 2.03 43 45.5

8mm LowE Advance / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 28.5 Clear 71 13 15 >99 1.3 0.33 2.15 44 40.5

8mm LowE Advance / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 30.5 Clear 67 13 14 >99 1.3 0.33 2.03 45 45.5

8mm LowE Advance / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 32.5 Clear 66 13 14 >99 1.3 0.33 2.00 46 50.5

Insulglass LowE Advance® - Double Glazed Units (DGU)



Australian Glass Group®	 Performance Data Glass Only Values December 2021					        Page 18

Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Insulglass LowE Max® - Clear

6mm LowE Max / 12mm argon / 4mm Clear 2 22 Neutral 67 13 14 92 1.3 0.27 2.48 33 25.0

6mm LowE Max / 12mm argon / 5mm Clear 2 23 Neutral 66 13 14 92 1.3 0.27 2.44 33 27.5

6mm LowE Max / 12mm argon / 6mm Clear 2 24 Neutral 66 13 14 93 1.3 0.27 2.44 34 30.0

8mm LowE Max / 12mm argon / 8mm Clear 2 28 Neutral 65 13 14 93 1.3 0.27 2.41 35 40.0

Insulglass LowE Max® - Low Iron

6mm LowE Max / 12mm argon / 6mm Low Iron 2 24 Clear 68 13 14 92 1.3 0.27 2.52 34 30.0

8mm LowE Max / 12mm argon / 8mm Low Iron 2 28 Clear 67 13 14 92 1.3 0.27 2.48 35 40.0

Insulglass LowE Max® - Grey

4mm Grey / 12mm argon / 6mm LowE Max 3 22 Grey 42 8 12 96 1.3 0.26 1.62 33 25.0

5mm Grey / 12mm argon / 6mm LowE Max 3 23 Grey 37 7 12 97 1.3 0.24 1.54 33 27.5

6mm Grey / 12mm argon / 6mm LowE Max 3 24 Grey 33 6 12 97 1.3 0.22 1.50 34 30.0

8mm Grey / 12mm argon / 8mm LowE Max 3 28 Grey 25 6 11 98 1.3 0.19 1.32 35 40.0

Insulglass LowE Max® - Green

5mm Green / 12mm argon / 6mm LowE Max 3 23 Green 57 11 13 97 1.3 0.30 1.90 33 27.5

6mm Green / 12mm argon / 6mm LowE Max 3 24 Green 54 11 13 97 1.3 0.29 1.86 34 30.0

Insulglass LowE Max® - Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

6mm LowE Max / 12mm argon / 4mm Pattern 2 22 Neutral Obscure 67 13 14 92 1.3 0.26 2.58 33 25.0

6mm LowE Max / 12mm argon / 5mm Pattern 2 23 Neutral Obscure 66 13 14 92 1.3 0.24 2.75 33 27.5

6mm LowE Max / 12mm argon / 6mm Pattern 2 24 Neutral Obscure 66 13 14 93 1.3 0.22 3.00 34 25.0

Insulglass LowE Max® - Acid Etched

6mm LowE Max / 12mm argon / 4mm Acid Etched 2 22 Neutral Frosted 67 13 14 92 1.3 0.26 2.58 33 25.0

6mm LowE Max / 12mm argon / 6mm Acid Etched 2 24 Neutral Frosted 66 13 14 93 1.3 0.22 3.00 34 30.0

8mm LowE Max / 12mm argon / 10mm Acid Etched 2 30 Neutral Frosted 64 13 13 94 1.3 0.26 2.46 35 45.0

Insulglass LowE Max® - Clear Laminate

6mm LowE Max / 12mm argon / 6.38mm Clear Laminate 2 24.38 Neutral 66 13 14 >99 1.3 0.27 2.44 39 30.4

6mm LowE Max / 12mm argon / 8.38mm Clear Laminate 2 26.38 Neutral 67 13 14 >99 1.3 0.27 2.48 40 35.4

6mm LowE Max / 12mm argon / 10.38mm Clear Laminate 2 28.38 Neutral 64 13 13 >99 1.3 0.27 2.37 41 40.4

6mm LowE Max / 12mm argon / 12.38mm Clear Laminate 2 30.38 Neutral 63 13 13 >99 1.3 0.27 2.33 42 45.4

8mm LowE Max / 12mm argon / 8.38mm Clear Laminate 2 28.38 Neutral 66 13 14 >99 1.3 0.27 2.44 41 40.4

8mm LowE Max / 12mm argon / 10.38mm Clear Laminate 2 30.38 Neutral 63 13 13 >99 1.3 0.27 2.33 42 45.4

8mm LowE Max / 12mm argon / 12.38mm Clear Laminate 2 32.38 Neutral 63 13 13 >99 1.3 0.27 2.33 43 50.4

Insulglass LowE Max® - White Translucent Laminate

6mm LowE Max / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Neutral Opaque 51 13 10 >99 1.3 0.26 1.96 39 30.4

Insulglass LowE Max® - Audioshield® Laminate

6mm LowE Max / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Neutral 66 13 14 >99 1.3 0.27 2.44 41 30.5

6mm LowE Max / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 26.5 Neutral 67 13 14 >99 1.3 0.27 2.48 42 35.5

6mm LowE Max / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 28.5 Neutral 63 13 13 >99 1.3 0.26 2.42 42 40.5

Insulglass LowE Max® - Double Glazed Units (DGU)
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6mm LowE Max / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 30.5 Neutral 62 13 13 >99 1.3 0.26 2.38 43 45.5

8mm LowE Max / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 28.5 Neutral 66 13 14 >99 1.3 0.27 2.44 44 40.5

8mm LowE Max / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 30.5 Neutral 62 13 13 >99 1.3 0.26 2.38 45 45.5

8mm LowE Max / 12mm argon / 12.5mm Audioshield Clear Acoustic Laminate 2 32.5 Neutral 62 13 13 >99 1.3 0.26 2.38 46 50.5
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Insulglass Select® - Planibel G™ Clear

4mm Clear / 12mm argon / 4mm Planibel G 3 20 Clear 75 18 17 56 1.7 0.73 1.03 32 20.0

5mm Clear / 12mm argon / 5mm Planibel G 3 22 Clear 74 18 16 60 1.7 0.71 1.04 33 25.0

6mm Clear / 12mm argon / 6mm Planibel G 3 24 Clear 72 17 16 62 1.7 0.69 1.04 34 30.0

8mm Clear / 12mm argon / 8mm Planibel G 3 28 Clear 72 17 16 65 1.7 0.67 1.07 35 40.0

10mm Clear / 12mm argon / 10mm Planibel G 3 32 Clear 70 17 16 68 1.6 0.64 1.09 36 50.0

Insulglass Select® - Planibel G™ Grey

4mm Grey / 12mm argon / 4mm Planibel G 3 20 Grey 47 9 15 81 1.7 0.53 0.89 32 20.0

5mm Grey / 12mm argon / 5mm Planibel G 3 22 Grey 41 8 14 84 1.7 0.47 0.87 33 25.0

6mm Grey / 12mm argon / 6mm Planibel G 3 24 Grey 36 7 14 87 1.7 0.43 0.84 34 30.0

8mm Grey / 12mm argon / 8mm Planibel G 3 28 Grey 28 6 13 92 1.7 0.36 0.78 35 40.0

10mm Grey / 12mm argon / 10mm Planibel G 3 32 Grey 21 5 13 94 1.6 0.30 0.70 36 50.0

Insulglass Select® - Planibel G™ Green

5mm Green / 12mm argon / 5mm Planibel G 3 22 Green 63 14 15 84 1.7 0.44 1.43 33 25.0

6mm Green / 12mm argon / 6mm Planibel G 3 24 Green 60 13 15 87 1.7 0.41 1.46 34 30.0

Insulglass Select® - Planibel G™ Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Pattern / 12mm argon / 4mm Planibel G 3 20 Clear Obscure 75 18 17 56 1.7 0.73 1.03 32 20.0

5mm Pattern / 12mm argon / 5mm Planibel G 3 22 Clear Obscure 74 18 16 60 1.7 0.71 1.04 33 25.0

6mm Pattern / 12mm argon / 6mm Planibel G 3 24 Clear Obscure 72 17 16 62 1.7 0.69 1.04 34 30.0

Insulglass Select® - Planibel G™ Acid Etched

4mm Acid Etched / 12mm argon / 4mm Planibel G 3 20 Frosted 75 18 17 56 1.7 0.73 1.03 32 20.0

6mm Acid Etched / 12mm argon / 6mm Planibel G 3 24 Frosted 72 17 16 62 1.7 0.69 1.04 34 30.0

Insulglass Select® - Planibel G™ Clear Laminate

6.38mm Clear Laminate / 12mm argon / 4mm Planibel G 5 22.38 Clear 74 18 17 >99 1.7 0.68 1.09 36 25.4

6.38mm Clear Laminate / 12mm argon / 5mm Planibel G 5 23.38 Clear 74 17 16 >99 1.7 0.67 1.10 37 27.4

6.38mm Clear Laminate / 12mm argon / 6mm Planibel G 5 24.38 Clear 73 17 16 >99 1.6 0.67 1.09 39 30.4

8.38mm Clear Laminate / 12mm argon / 8mm Planibel G 5 28.38 Clear 73 18 16 >99 1.6 0.67 1.09 41 40.4

10.38mm Clear Laminate / 12mm argon / 10mm LowE Plus 5 32.38 Clear 69 17 16 >99 1.6 0.58 1.19 43 50.4

Insulglass Select® - Planibel G™ White Translucent Laminate

6.38mm White Trans Laminate / 12mm argon / 4mm Planibel G 5 22.38 White Opaque 57 13 16 >99 1.7 0.55 1.04 36 25.4

6.38mm White Trans Laminate / 12mm argon / 5mm Planibel G 5 23.38 White Opaque 56 12 15 >99 1.7 0.54 1.04 37 27.4

6.38mm White Trans Laminate / 12mm argon / 6mm Planibel G 5 24.38 White Opaque 56 12 15 >99 1.6 0.54 1.04 39 30.4

Insulglass Select® - Planibel G™ Audioshield® Laminate

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 4mm Planibel G 5 22.5 Clear 74 18 17 >99 1.7 0.67 1.10 37 25.5

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 5mm Planibel G 5 23.5 Clear 74 17 16 >99 1.7 0.66 1.12 39 30.0

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 6mm Planibel G 5 24.5 Clear 73 17 16 >99 1.6 0.66 1.11 41 30.5

8.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 8mm Planibel G 5 28.5 Clear 73 18 16 >99 1.6 0.66 1.11 44 40.5

10.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 10mm Planibel G 5 32.5 Clear 68 17 16 >99 1.6 0.57 1.19 46 50.5

Insulglass Select® - Double Glazed Units (DGU)



Australian Glass Group®	 Performance Data Glass Only Values December 2021					        Page 21

Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Insulglass Select® - EnergyTech™  Clear

4mm Clear / 12mm argon / 4mm EnergyTech 3 20 Clear 75 18 17 56 1.6 0.72 1.04 32 20.0

5mm Clear / 12mm argon / 5mm EnergyTech 3 22 Clear 74 18 17 58 1.6 0.71 1.04 33 25.0

6mm Clear / 12mm argon / 6mm EnergyTech 3 24 Clear 73 18 16 62 1.6 0.71 1.03 34 30.0

8mm Clear / 12mm argon / 8mm EnergyTech 3 28 Clear 72 17 15 65 1.6 0.67 1.07 35 40.0

10mm Clear / 12mm argon / 10mm EnergyTech 3 32 Clear 70 17 16 68 1.6 0.65 1.08 36 50.0

Insulglass Select® - EnergyTech™  Grey

4mm Grey / 12mm argon / 4mm EnergyTech 3 20 Grey 47 9 15 81 1.6 0.52 0.90 32 20.0

5mm Grey / 12mm argon / 5mm EnergyTech 3 22 Grey 41 8 15 83 1.6 0.47 0.87 33 25.0

6mm Grey / 12mm argon / 6mm EnergyTech 3 24 Grey 36 7 14 87 1.6 0.43 0.84 34 30.0

8mm Grey / 12mm argon / 8mm EnergyTech 3 28 Grey 28 6 13 92 1.6 0.36 0.78 35 40.0

10mm Grey / 12mm argon / 10mm EnergyTech 3 32 Grey 21 5 13 94 1.6 0.30 0.70 36 50.0

Insulglass Select® - EnergyTech™  Green

5mm Green / 12mm argon / 5mm EnergyTech 3 22 Green 63 14 16 83 1.6 0.44 1.43 33 25.0

6mm Green / 12mm argon / 6mm EnergyTech 3 24 Green 60 13 15 86 1.6 0.40 1.50 34 30.0

Insulglass Select® - EnergyTech™  Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Pattern / 12mm argon / 4mm EnergyTech 3 20 Clear Obscure 75 18 17 56 1.6 0.72 1.04 32 20.0

5mm Pattern / 12mm argon / 5mm EnergyTech 3 22 Clear Obscure 74 18 17 58 1.6 0.71 1.04 33 25.0

6mm Pattern / 12mm argon / 6mm EnergyTech 3 24 Clear Obscure 73 18 16 62 1.6 0.71 1.03 34 30.0

Insulglass Select® - EnergyTech™  Acid Etched

4mm Acid Etched / 12mm argon / 4mm EnergyTech 3 20 Frosted 75 18 17 56 1.6 0.72 1.04 32 20.0

6mm Acid Etched / 12mm argon / 6mm EnergyTech 3 24 Frosted 73 18 16 62 1.6 0.71 1.03 34 30.0

Insulglass Select® - EnergyTech™  Clear Laminate

6.38mm Clear Laminate / 12mm argon / 4mm EnergyTech 5 22.38 Clear 75 18 17 >99 1.6 0.67 1.12 36 25.4

6.38mm Clear Laminate / 12mm argon / 5mm EnergyTech 5 23.38 Clear 74 18 17 >99 1.6 0.67 1.10 37 27.4

6.38mm Clear Laminate / 12mm argon / 6mm EnergyTech 5 24.38 Clear 74 18 16 >99 1.6 0.67 1.10 39 30.4

8.38mm Clear Laminate / 12mm argon / 8mm EnergyTech 5 28.38 Clear 73 18 16 >99 1.6 0.67 1.09 41 40.4

10.38mm Clear Laminate / 12mm argon / 10mm LowE Plus 5 32.38 Clear 68 17 16 >99 1.6 0.59 1.15 43 50.4

Insulglass Select® - EnergyTech™  White Translucent Laminate

6.38mm White Trans Laminate / 12mm argon / 4mm EnergyTech 5 22.38 White Opaque 57 13 16 >99 1.6 0.54 1.06 36 25.4

6.38mm White Trans Laminate / 12mm argon / 5mm EnergyTech 5 23.38 White Opaque 56 13 16 >99 1.6 0.54 1.04 37 27.4

6.38mm White Trans Laminate / 12mm argon / 6mm EnergyTech 5 24.38 White Opaque 56 13 16 >99 1.6 0.54 1.04 39 30.4

Insulglass Select® - EnergyTech™  Audioshield® Laminate

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 4mm EnergyTech 5 22.5 Clear 75 18 17 >99 1.6 0.66 1.14 37 25.5

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 5mm EnergyTech 5 23.5 Clear 74 18 17 >99 1.6 0.66 1.12 39 30.0

6.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 6mm EnergyTech 5 24.5 Clear 74 18 16 >99 1.6 0.66 1.12 41 30.5

8.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 8mm EnergyTech 5 28.5 Clear 73 18 16 >99 1.6 0.66 1.11 44 40.5

10.5mm Audioshield Clear Acoustic Laminate / 12mm argon / 10mm EnergyTech 5 32.5 Clear 67 17 16 >99 1.6 0.58 1.16 46 50.5

Insulglass Select® - Sunergy™ Clear

4mm Sunergy / 12mm argon / 4mm Clear 2 20 Neutral 61 12 17 63 1.9 0.50 1.22 32 20.0
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6mm Sunergy / 12mm argon / 6mm Clear 2 24 Neutral 62 13 17 65 1.8 0.50 1.24 34 30.0

8mm Sunergy / 12mm argon / 8mm Clear 2 28 Neutral 60 12 16 70 1.8 0.47 1.28 35 40.0

10mm Sunergy / 12mm argon / 10mm Clear 2 32 Neutral 60 12 16 71 1.8 0.47 1.28 36 50.0

Insulglass Select® - Sunergy™ Grey

4mm Grey / 12mm argon / 4mm Sunergy 3 20 Grey 38 9 11 84 1.9 0.50 0.76 32 20.0

6mm Grey / 12mm argon / 6mm Sunergy 3 24 Grey 31 7 11 88 1.8 0.42 0.74 34 30.0

8mm Grey / 12mm argon / 8mm Sunergy 3 28 Grey 23 6 11 93 1.8 0.35 0.66 35 40.0

10mm Grey / 12mm argon / 10mm Sunergy 3 32 Grey 18 5 10 95 1.8 0.30 0.60 36 50.0

Insulglass Select® - Sunergy™ Green

6mm Green / 12mm argon / 6mm Sunergy 3 24 Green 51 12 12 88 1.8 0.40 1.28 34 30.0

Insulglass Select® - Sunergy™ Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Sunergy / 12mm argon / 4mm Pattern 2 20 Neutral Obscure 61 12 17 63 1.9 0.50 1.22 32 20.0

6mm Sunergy / 12mm argon / 6mm Pattern 2 24 Neutral Obscure 62 13 17 65 1.8 0.50 1.24 34 30.0

Insulglass Select® - Sunergy™ Acid Etched

4mm Sunergy / 12mm argon / 4mm Acid Etched 2 20 Neutral Frosted 61 12 17 63 1.9 0.50 1.22 32 20.0

6mm Sunergy / 12mm argon / 6mm Acid Etched 2 24 Neutral Frosted 62 13 17 65 1.8 0.50 1.24 34 30.0

Insulglass Select® - Sunergy™ Clear Laminate

4mm Sunergy / 12mm argon / 6.38mm Clear Laminate 2 22.38 Neutral 60 12 17 >99 1.9 0.50 1.20 36 25.4

6mm Sunergy / 12mm argon / 6.38mm Clear Laminate 2 24.38 Neutral 62 13 17 >99 1.8 0.50 1.24 39 30.4

8mm Sunergy / 12mm argon / 8.38mm Clear Laminate 2 28.38 Neutral 61 12 17 >99 1.8 0.47 1.30 41 40.4

10mm Sunergy / 12mm argon / 10.38mm Clear Laminate 2 32.38 Neutral 59 12 16 >99 1.8 0.46 1.28 43 50.4

Insulglass Select® - Sunergy™ White Translucent Laminate

4mm Sunergy / 12mm argon / 6.38mm White Trans Laminate 2 22.38 Neutral Opaque 46 12 12 >99 1.9 0.48 0.96 36 25.4

6mm Sunergy / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Neutral Opaque 48 12 12 >99 1.8 0.47 1.02 39 30.4

Insulglass Select® - Sunergy™ Audioshield® Laminate

4mm Sunergy / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 22.5 Neutral 60 12 17 >99 1.9 0.49 1.22 37 25.5

6mm Sunergy / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Neutral 62 13 17 >99 1.8 0.49 1.27 41 30.5

8mm Sunergy / 12mm argon / 8.5mm Audioshield Clear Acoustic Laminate 2 28.5 Neutral 61 12 17 >99 1.8 0.46 1.33 44 40.5

10mm Sunergy / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 32.5 Neutral 58 12 16 >99 1.8 0.45 1.29 46 50.5

Insulglass Select® - SolTech™ Clear

4mm SolTech / 12mm argon / 4mm Clear 2 20 Neutral 56 12 17 64 1.6 0.46 1.22 32 20.0

6mm SolTech / 12mm argon / 6mm Clear 2 24 Neutral 54 11 16 65 1.6 0.45 1.20 34 30.0

10mm SolTech / 12mm argon / 10mm Clear 2 32 Neutral 53 12 16 72 1.6 0.42 1.26 36 50.0

Insulglass Select® - SolTech™ Grey

4mm Grey / 12mm argon / 4mm SolTech 3 20 Grey 35 9 11 84 1.6 0.49 0.71 32 20.0

6mm Grey / 12mm argon / 6mm SolTech 3 24 Grey 27 7 9 88 1.6 0.41 0.66 34 30.0

10mm Grey / 12mm argon / 10mm SolTech 3 32 Grey 16 5 10 95 1.6 0.29 0.55 36 50.0

Insulglass Select® - SolTech™ Green

6mm Green / 12mm argon / 6mm SolTech 3 24 Green 44 12 10 88 1.6 0.39 1.13 34 30.0
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Insulglass Select® - SolTech™ Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm SolTech / 12mm argon / 4mm Pattern 2 20 Neutral Obscure 56 12 17 64 1.6 0.46 1.22 32 20.0

6mm SolTech / 12mm argon / 6mm Pattern 2 24 Neutral Obscure 54 11 16 65 1.6 0.45 1.20 34 30.0

Insulglass Select® - SolTech™ Acid Etched

4mm SolTech / 12mm argon / 4mm Acid Etched 2 20 Neutral Frosted 56 12 17 64 1.6 0.46 1.22 32 20.0

6mm SolTech / 12mm argon / 6mm Acid Etched 2 24 Neutral Frosted 54 11 16 65 1.6 0.45 1.20 34 30.0

Insulglass Select® - SolTech™ Clear Laminate

4mm SolTech / 12mm argon / 6.38mm Clear Laminate 2 22.38 Neutral 55 12 16 >99 1.6 0.46 1.20 36 25.4

6mm SolTech / 12mm argon / 6.38mm Clear Laminate 2 24.38 Neutral 54 11 16 >99 1.6 0.44 1.23 39 30.4

10mm SolTech / 12mm argon / 10.38mm Clear Laminate 2 32.38 Neutral 52 11 15 >99 1.6 0.41 1.27 43 50.4

Insulglass Select® - SolTech™ White Translucent Laminate

4mm SolTech / 12mm argon / 6.38mm White Trans Laminate 2 22.38 Neutral Opaque 42 11 12 >99 1.6 0.44 0.95 36 25.4

6mm SolTech / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Neutral Opaque 41 10 12 >99 1.6 0.43 0.95 39 30.4

Insulglass Select® - SolTech™ Audioshield® Laminate

4mm SolTech / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 22.5 Neutral 55 12 16 >99 1.6 0.45 1.22 37 25.5

6mm SolTech / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Neutral 54 11 16 >99 1.6 0.43 1.26 41 30.5

10mm SolTech / 12mm argon / 10.5mm Audioshield Clear Acoustic Laminate 2 32.5 Neutral 51 11 15 >99 1.6 0.40 1.28 46 50.5

Insulglass Select® - EVantage™ Reflective

6mm EVantage Clear / 12mm argon / 6mm Clear 2 24 Neutral 62 27 30 75 1.7 0.56 1.11 34 30.0

6mm EVantage Grey / 12mm argon / 6mm Clear 2 24 Grey 29 11 30 91 1.7 0.33 0.88 34 30.0

Insulglass Select® - EVantage™ Reflective Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

6mm EVantage Grey / 12mm argon / 6mm Pattern 2 24 Neutral Obscure 62 27 30 75 1.7 0.56 1.11 34 30.0

6mm EVantage Grey / 12mm argon / 6mm Pattern 2 24 Grey Obscure 29 11 30 91 1.7 0.33 0.88 34 30.0

Insulglass Select® - EVantage™ Reflective Acid Etched

6mm EVantage Clear / 12mm argon / 6mm Acid Etched 2 24 Neutral Frosted 62 27 30 75 1.7 0.56 1.11 34 30.0

6mm EVantage Grey / 12mm argon / 6mm Acid Etched 2 24 Grey Frosted 29 11 30 91 1.7 0.33 0.88 34 30.0

Insulglass Select® - EVantage™ Reflective Laminate

6mm EVantage Clear / 12mm argon / 6.38mm Clear Laminate 2 24.38 Neutral 62 27 30 >99 1.7 0.56 1.11 39 30.4

6mm EVantage Grey / 12mm argon / 6.38mm Clear Laminate 2 24.38 Grey 29 11 30 >99 1.7 0.33 0.88 39 30.4

Insulglass Select® - EVantage™ Reflective White Translucent Laminate

6mm EVantage Clear / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Neutral Opaque 47 27 20 >99 1.7 0.54 0.87 39 30.4

6mm EVantage Grey / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Grey Opaque 22 10 20 >99 1.7 0.32 0.69 39 30.4

Insulglass Select® - EVantage™ Reflective Audioshield® Laminate

6mm EVantage Clear / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Neutral 62 27 30 >99 1.7 0.55 1.13 41 30.5

6mm EVantage Grey / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Grey 29 11 30 >99 1.7 0.32 0.91 41 30.5

Insulglass Select® - EVantage™ Reflective Acid Etched

6mm EVantage Clear / 12mm argon / 6mm Acid Etched 2 24 Neutral Frosted 62 27 30 75 1.7 0.56 1.11 34 30.0

6mm EVantage Grey / 12mm argon / 6mm Acid Etched 2 24 Grey Frosted 29 11 30 91 1.7 0.33 0.88 34 30.0

Insulglass Select® - EVantage™ Reflective Laminate

6mm EVantage Clear / 12mm argon / 6.38mm Clear Laminate 2 24.38 Neutral 62 27 30 >99 1.7 0.56 1.11 39 30.4
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6mm EVantage Grey / 12mm argon / 6.38mm Clear Laminate 2 24.38 Grey 29 11 30 >99 1.7 0.33 0.88 39 30.4

Insulglass Select® - EVantage™ Reflective White Translucent Laminate

6mm EVantage Clear / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Neutral Opaque 47 27 20 >99 1.7 0.54 0.87 39 30.4

6mm EVantage Grey / 12mm argon / 6.38mm White Trans Laminate 2 24.38 Grey Opaque 22 10 20 >99 1.7 0.32 0.69 39 30.4

Insulglass Select® - EVantage™ Reflective Audioshield® Laminate

6mm EVantage Clear / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Neutral 62 27 30 >99 1.7 0.55 1.13 41 30.5

6mm EVantage Grey / 12mm argon / 6.5mm Audioshield Clear Acoustic Laminate 2 24.5 Grey 29 11 30 >99 1.7 0.32 0.91 41 30.5

Insulglass Select® - ComfortPlus™ Clear

4mm Clear / 12mm argon / 6.38mm ComfortPlus Clear Laminate 3 22.38 Clear 74 17 16 >99 1.6 0.72 1.03 36 25.4

5mm Clear / 12mm argon / 6.38mm ComfortPlus Clear Laminate 3 23.38 Clear 74 17 16 >99 1.6 0.71 1.04 37 27.4

6mm Clear / 12mm argon / 6.38mm ComfortPlus Clear Laminate 3 24.38 Clear 74 17 16 >99 1.6 0.69 1.07 39 30.4

Insulglass Select® - ComfortPlus™ Grey

4mm Grey / 12mm argon / 6.38mm ComfortPlus Clear Laminate 3 22.38 Grey 46 9 14 >99 1.6 0.52 0.88 36 25.4

5mm Grey / 12mm argon / 6.38mm ComfortPlus Clear Laminate 3 23.38 Grey 41 8 14 >99 1.6 0.47 0.87 37 27.4

6mm Grey / 12mm argon / 6.38mm ComfortPlus Clear Laminate 3 24.38 Grey 37 7 14 >99 1.6 0.43 0.86 39 30.4

Insulglass Select® - ComfortPlus™ Neutral

6.38mm ComfortPlus Neutral Laminate / 12mm argon / 4mm Clear 4 22.38 Neutral 53 10 16 >99 1.6 0.43 1.23 36 25.4

6.38mm ComfortPlus Neutral Laminate / 12mm argon / 5mm Clear 4 23.38 Neutral 53 10 16 >99 1.6 0.43 1.23 37 27.4

6.38mm ComfortPlus Neutral Laminate / 12mm argon / 6mm Clear 4 24.38 Neutral 53 10 16 >99 1.6 0.43 1.23 39 30.4

Planibel G™ and Sunergy™ are trade marks of AGC Glass Europe.

EnergyTech™, SolTech™, EVantage™ and ComfortPlus™ are trade marks of Oceania Glass Pty Ltd.
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AGGLam® Classic - Clear 

6.38mm AGGLam Clear Laminate 6.38 Clear 87 8 8 >99 5.7 0.79 1.10 32 15.4

8.38mm AGGLam Clear Laminate 8.38 Clear 87 8 8 >99 5.7 0.78 1.12 34 20.4

10.38mm AGGLam Clear Laminate 10.38 Clear 86 8 8 >99 5.6 0.74 1.16 36 25.4

12.38mm AGGLam Clear Laminate 12.38 Clear 85 8 8 >99 5.6 0.74 1.15 37 30.4

AGGLam® Classic - Grey 

6.38mm AGGLam Grey Laminate 6.38 Grey 42 5 5 >99 5.7 0.62 0.68 32 15.4

AGGLam® Energy - ComfortPlus™ Clear LowE 

6.38mm ComfortPlus Clear Laminate 4 6.38 Clear 82 10 11 >99 3.6 0.69 1.19 32 15.4

AGGLam® Energy - ComfortPlus™ Neutral LowE 

6.38mm ComfortPlus Neutral Laminate 4 6.38 Neutral 59 7 9 >99 3.6 0.52 1.13 32 15.4

AGGLam® Privacy - White Translucent 

6.38mm White Trans Laminate 6.38 White Opaque 68 7 7 >99 5.7 0.70 0.97 32 15.4

AGGLam® Acoustic - Audioshield® 

6.5mm Audioshield Clear Acoustic Laminate 6.5 Clear 87 8 8 >99 5.7 0.78 1.12 36 15.5

8.5mm Audioshield Clear Acoustic Laminate 8.5 Clear 87 8 8 >99 5.7 0.77 1.13 37 20.5

10.5mm Audioshield Clear Acoustic Laminate 10.5 Clear 85 8 8 >99 5.6 0.73 1.16 38 25.5

12.5mm Audioshield Clear Acoustic Laminate 12.5 Clear 85 8 8 >99 5.5 0.73 1.16 39 30.5

AGGLam® Security - IntrudaShield® 

9.52mm IntrudaShield Security Laminate 9.52 Clear 89 9 9 >99 5.5 0.79 1.13 35 21.6

11.52mm IntrudaShield Security Laminate 11.52 Clear 85 8 8 >99 5.5 0.73 1.16 36 26.6

AGGLam® Security - IntrudaShield Ultra® 

11mm IntrudaShield Ultra Security Laminate 11 Clear 88 9 9 100 5.3 0.77 1.14 36 23.2

13mm IntrudaShield Ultra Security Laminate 13 Clear 85 8 8 100 5.3 0.71 1.20 37 28.2

15mm IntrudaShield Ultra Security Laminate 15 Clear 84 8 8 100 5.2 0.71 1.18 38 33.2

AGGLam® Structural - SkyGlass® 

15.04mm SkyGlass Clear Structural Laminate 15.04 Clear 84 8 8 100 n/a 0.71 1.18 n/a 33.2

19.04mm SkyGlass Clear Structural Laminate 19.04 Clear 81 8 8 100 n/a 0.65 1.25 n/a 43.2

AGGLam® Structural - SkyGlass Ultra® 

15.04mm SkyGlass Ultra Low Iron Structural Laminate 15.04 Ultra Clear 90 8 8 >99 n/a 0.82 1.10 n/a 33.2

19.04mm SkyGlass Ultra Low Iron Structural Laminate 19.04 Ultra Clear 89 8 8 >99 n/a 0.82 1.09 n/a 43.2

ComfortPlus™ is a trade mark of Oceania Glass Pty Ltd.

Further custom made laminated performance data available on request.

AGGLam® Laminated Glass Products - Single Glazed (SG Lam)
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Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Pyroglass Pyran® S

6mm Pyran S 6 Ultra Clear 92 8 8 13 5.9 0.91 1.01 31 13.7

8mm Pyran S 8 Ultra Clear 91 8 8 15 5.8 0.91 1.00 32 18.2

Pyroglass Pyran® S - Clear Laminate

11.52mm Pyran S - Clear Laminate 11.52 Clear 90 9 8 >99 5.5 0.82 1.10 36 25.3

13.52mm Pyran S - Clear Laminate 13.52 Clear 88 8 8 >99 5.5 0.78 1.13 37 30.3

17.52mm Pyran S - Clear Laminate 17.52 Clear 86 8 8 >99 5.3 0.73 1.18 39 39.8

Pyroglass Pyran® S - Low Iron Laminate

13.52mm Pyran S - Low Iron Laminate 13.52 Ultra Clear 90 8 8 >99 5.5 0.84 1.07 37 30.3

15.52mm Pyran S - Low Iron Laminate 15.52 Ultra Clear 90 8 8 >99 5.4 0.84 1.07 38 34.8

17.52mm Pyran S - Low Iron Laminate 17.52 Ultra Clear 90 8 8 >99 5.3 0.84 1.07 39 39.8

Pyroglass Pyran® S - Grey Laminate

11.52mm Pyran S - Grey Laminate 11.52 Grey 56 5 6 100 5.5 0.66 0.85 36 25.3

13.52mm Pyran S - Grey Laminate 13.52 Grey 44 5 5 100 5.5 0.59 0.75 37 30.3

17.52mm Pyran S - Grey Laminate 17.52 Grey 34 5 5 100 5.3 0.53 0.64 39 39.8

Pyroglass Pyran® S - Acid Etched Laminate

11.52mm Pyran S - Acid Etched Laminate 11.52 Frosted 90 9 8 >99 5.5 0.82 1.10 36 25.3

13.52mm Pyran S - Acid Etched Laminate 13.52 Frosted 88 8 8 >99 5.5 0.78 1.13 37 30.3

15.52mm Pyran S - Acid Etched Laminate 15.52 Frosted 87 8 8 >99 5.4 0.77 1.13 38 34.8

Pyroglass Pyran® S - White Translucent Laminate

11.52mm Pyran S - White Trans Laminate 11.52 White Opaque 31 5 5 100 5.5 0.51 0.61 36 25.3

13.52mm Pyran S - White Trans Laminate 13.52 White Opaque 30 5 5 100 5.5 0.49 0.61 37 30.3

17.52mm Pyran S - White Trans Laminate 17.52 White Opaque 29 5 5 100 5.3 0.48 0.60 39 39.8

Pyroglass Pyran® S - Audioshield® Acoustic Laminate

11.52mm Pyran S - Audioshield Acoustic Laminate 11.52 Clear 90 9 8 >99 5.5 0.82 1.10 37 25.7

13.52mm Pyran S - Audioshield Acoustic Laminate 13.52 Clear 88 8 8 >99 5.5 0.78 1.13 39 30.7

17.52mm Pyran S - Audioshield Acoustic Laminate 17.52 Clear 86 8 8 >99 5.3 0.73 1.18 41 40.2

Note: for all Laminated options, Pyran® S must be on the side furthest away from the fire threat.

Pyroglass Pyran® S - Fire Resistance Level: Integrity Glass FRL -/120/-

Pyran® S is a trade mark of Schott AG.



Australian Glass Group®	 Performance Data Glass Only Values December 2021					        Page 27

Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Pyroglass ISO Pyran® S - Clear

4mm Clear Toughened / 12mm air / 6mm Pyran S 22 Clear 83 15 15 35 2.7 0.79 1.05 33 23.7

5mm Clear Toughened / 12mm air / 6mm Pyran S 23 Clear 82 15 15 37 2.7 0.78 1.05 34 26.2

6mm Clear Toughened / 12mm air / 6mm Pyran S 24 Clear 82 15 15 39 2.7 0.77 1.06 34 28.7

8mm Clear Toughened / 12mm air / 8mm Pyran S 28 Clear 81 15 15 44 2.7 0.74 1.09 35 38.2

Pyroglass ISO Pyran® S - Low Iron

6mm Clear Toughened / 12mm air / 6mm Pyran S 24 Ultra Clear 84 15 15 24 2.7 0.83 1.01 34 28.7

8mm Clear Toughened / 12mm air / 8mm Pyran S 28 Ultra Clear 84 15 15 27 2.7 0.83 1.01 35 38.2

Pyroglass ISO Pyran® S - Grey

4mm Grey Toughened / 12mm air / 6mm Pyran S 22 Grey 52 8 13 74 2.7 0.60 0.87 33 23.7

5mm Grey Toughened / 12mm air / 6mm Pyran S 23 Grey 46 7 13 77 2.7 0.55 0.84 34 26.2

6mm Grey Toughened / 12mm air / 6mm Pyran S 24 Grey 41 7 12 81 2.7 0.51 0.80 34 28.7

8mm Grey Toughened / 12mm air / 8mm Pyran S 28 Grey 31 6 12 87 2.7 0.43 0.72 35 38.2

Pyroglass ISO Pyran® S - Patterned (Cathedral, Satinlite, Spotswood, Narrow Reeded)

4mm Pattern Toughened / 12mm air / 6mm Pyran S 22 Clear Obscure 83 15 15 35 2.7 0.79 1.05 33 23.7

5mm Pattern Toughened / 12mm air / 6mm Pyran S 23 Clear Obscure 82 15 15 37 2.7 0.78 1.05 34 26.2

6mm Pattern Toughened / 12mm air / 6mm Pyran S 24 Clear Obscure 82 15 15 39 2.7 0.77 1.06 34 28.7

Pyroglass ISO Pyran® S - Acid Etched

4mm Acid Etched Toughened / 12mm air / 6mm Pyran S 22 Frosted 83 15 15 35 2.7 0.79 1.05 33 23.7

6mm Acid Etched Toughened / 12mm air / 6mm Pyran S 24 Frosted 82 15 15 39 2.7 0.77 1.06 34 28.7

6mm Acid Etched Toughened / 12mm air / 8mm Pyran S 26 Frosted 82 15 15 40 2.7 0.76 1.08 35 33.2

Pyroglass ISO Pyran® S - Clear Laminate

6.38mm Clear Laminate / 12mm air / 6mm Pyran S 24.38 Clear 82 15 15 >99 2.7 0.74 1.11 36 29.1

8.38mm Clear Laminate / 12mm air / 8mm Pyran S 28.38 Clear 82 15 15 >99 2.7 0.73 1.12 38 38.6

10.38mm Clear Laminate / 12mm air / 8mm Pyran S 30.38 Clear 79 14 15 >99 2.7 0.65 1.22 39 43.6

12.38mm Clear Laminate / 12mm air / 8mm Pyran S 32.38 Clear 78 14 15 >99 2.6 0.64 1.22 40 48.6

Pyroglass ISO Pyran® S - White Translucent Laminate

6.38mm White Trans Laminate / 12mm air / 6mm Pyran S 24.38 White Opaque 63 11 14 >99 2.7 0.61 1.03 36 29.1

6.38mm White Trans Laminate / 12mm air / 8mm Pyran S 26.38 White Opaque 63 11 14 >99 2.7 0.61 1.03 37 33.6

Pyroglass ISO Pyran® S - Audioshield® Acoustic Laminate

6.5mm Audioshield Clear Acoustic Laminate / 12mm air / 6mm Pyran S 24.5 Clear 83 15 15 >99 2.7 0.79 1.05 41 29.2

8.5mm Audioshield Clear Acoustic Laminate / 12mm air / 8mm Pyran S 28.5 Clear 82 15 15 >99 2.7 0.78 1.05 44 38.7

10.5mm Audioshield Clear Acoustic Laminate / 12mm air / 8mm Pyran S 30.5 Clear 82 14 15 >99 2.7 0.77 1.06 45 43.7

12.5mm Audioshield Clear Acoustic Laminate / 12mm air / 8mm Pyran S 32.5 Clear 81 14 15 >99 2.7 0.74 1.09 46 48.7

Pyroglass ISO Pyran® S - LowE Prime

4mm LowE Prime Toughened / 12mm air / 6mm Pyran S 2 22 Neutral 70 12 12 45 1.9 0.57 1.23 33 23.7

5mm LowE Prime Toughened / 12mm air / 6mm Pyran S 2 23 Neutral 70 12 12 47 1.9 0.56 1.25 34 26.2

6mm LowE Prime Toughened / 12mm air / 6mm Pyran S 2 24 Neutral 69 12 12 49 1.9 0.55 1.25 34 28.7

Pyroglass ISO Pyran® S - Fire Resistance Level: Integrity DGU FRL -/120/-
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

8mm LowE Prime Toughened / 12mm air / 8mm Pyran S 2 28 Neutral 68 11 12 52 1.9 0.54 1.26 35 38.2

Pyroglass ISO Pyran® S - LowE Plus

4mm LowE Plus Toughened / 12mm air / 6mm Pyran S 2 22 Clear 82 13 12 50 1.7 0.58 1.41 33 23.7

5mm LowE Plus Toughened / 12mm air / 6mm Pyran S 2 23 Clear 81 13 12 52 1.7 0.57 1.42 34 26.2

6mm LowE Plus Toughened / 12mm air / 6mm Pyran S 2 24 Clear 81 13 12 53 1.7 0.57 1.42 34 28.7

8mm LowE Plus Toughened / 12mm air / 8mm Pyran S 2 28 Clear 80 12 12 56 1.7 0.55 1.45 35 38.2

Pyroglass ISO Pyran® S - LowE Advance

6mm LowE Advance Toughened / 12mm air / 6mm Pyran S 2 24 Clear 73 13 15 82 1.6 0.35 2.09 34 28.7

8mm LowE Advance Toughened / 12mm air / 8mm Pyran S 2 28 Clear 72 13 15 83 1.6 0.35 2.06 35 38.2

Pyroglass ISO Pyran® S - LowE Max

6mm LowE Max Toughened / 12mm air / 6mm Pyran S 2 24 Neutral 68 13 14 92 1.6 0.27 2.52 34 28.7

8mm LowE Max Toughened / 12mm air / 8mm Pyran S 2 28 Neutral 67 13 14 92 1.6 0.27 2.48 35 38.2

Note: for all DGU options, Pyran® S must be on the side furthest away from the fire threat.

Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Pyroglass Pyranova® - (FRL -/60/60) Internal

23mm Pyranova 23 Clear 87 7 7 100 5.2 0.76 1.14 41 55.0

Pyroglass Pyranova® - (FRL -/60/60) External

27mm Pyranova 27 Clear 86 7 7 100 5.1 0.73 1.18 41 61.0

Pyroglass Pyranova® - Fire Resistance Level: Insulating Glass FRL -/60/60

ISO Pyran® S is a trade mark of Schott AG.

Pyranova® is a trade mark of Schott AG.
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Pyroglass ISO Pyranova® - (FRL -/60/60) Internal

6mm Clear Toughened / 12mm argon / 23mm Pyranova 41 Clear 78 14 13 100 2.5 0.70 1.11 43 70.0

6mm Grey Toughened / 12mm argon / 23mm Pyranova 41 Grey 39 7 11 100 2.5 0.47 0.83 42 70.0

6mm Patterned Toughened / 12mm argon / 23mm Pyranova 41 Clear 78 14 13 100 2.5 0.70 1.11 42 70.0

6mm Acid Etched Toughened / 12mm argon / 23mm Pyranova 41 Frosted 78 14 13 100 2.5 0.70 1.11 42 70.0

6.38mm Clear Laminate / 12mm argon / 23mm Pyranova 41.38 Clear 78 14 12 100 2.5 0.69 1.13 43 70.0

6.38mm White Trans Laminate / 12mm argon / 23mm Pyranova 41.38 White Opaque 56 11 12 100 2.5 0.55 1.02 43 70.0

6mm LowE Prime Toughened / 12mm argon / 23mm Pyranova 2 41 Neutral 66 11 10 100 1.6 0.52 1.27 42 70.0

6mm LowE Plus Toughened / 12mm argon / 23mm Pyranova 2 41 Clear 77 12 10 100 1.4 0.54 1.43 42 70.0

6mm LowE Advance Toughened / 12mm argon / 23mm Pyranova 2 41 Clear 70 13 12 100 1.3 0.34 2.06 42 70.0

6mm LowE Max Toughened / 12mm argon / 23mm Pyranova 2 41 Neutral 65 13 12 100 1.3 0.27 2.41 42 70.0

Pyroglass ISO Pyranova® - (FRL -/60/60) External

6mm Clear Toughened / 12mm argon / 27mm Pyranova 45 Clear 77 14 13 100 2.4 0.67 1.15 43 76.0

6mm Grey Toughened / 12mm argon / 27mm Pyranova 45 Grey 38 7 11 100 2.4 0.44 0.86 42 76.0

6mm Patterned Toughened / 12mm argon / 27mm Pyranova 45 Clear 77 14 13 100 2.4 0.67 1.15 42 76.0

6mm Acid Etched Toughened / 12mm argon / 27mm Pyranova 45 Frosted 77 14 13 100 2.4 0.67 1.15 42 76.0

6.38mm Clear Laminate / 12mm argon / 27mm Pyranova 45.38 Clear 77 14 12 100 2.4 0.66 1.17 43 76.0

6.38mm White Trans Laminate / 12mm argon / 27mm Pyranova 45.38 White Opaque 55 11 12 100 2.4 0.52 1.06 43 76.0

6mm LowE Prime Toughened / 12mm argon / 27mm Pyranova 2 45 Neutral 65 11 10 100 1.5 0.50 1.30 42 76.0

6mm LowE Plus Toughened / 12mm argon / 27mm Pyranova 2 45 Clear 76 12 10 100 1.4 0.52 1.46 42 76.0

6mm LowE Advance Toughened / 12mm argon / 27mm Pyranova 2 45 Clear 69 13 12 100 1.3 0.32 2.16 42 76.0

6mm LowE Max Toughened / 12mm argon / 27mm Pyranova 2 45 Neutral 64 13 12 100 1.3 0.25 2.56 42 76.0

Pyroglass ISO Pyranova® - (FRL -/120/120) Internal

23mm Pyranova / 6mm argon / 23mm Pyranova 52 Clear 77 12 12 100 2.5 0.65 1.18 44 110.0

Pyroglass ISO Pyranova® - (FRL -/120/120) External

23mm Pyranova / 6mm argon / 27mm Pyranova 56 Clear 76 12 12 100 2.4 0.62 1.23 44 116.0

Note: for all DGU options, Pyranova® must be on the side furthest away from the fire threat

Pyroglass ISO Pyranova® - Fire Resistance Level: Insulating Glass up to FRL -/120/120

Pyranova® is a trade mark of Schott AG.
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Clear Glass 

4mm Clear 4 Clear 90 8 8 27 5.9 0.87 1.03 30 10.0

5mm Clear 5 Clear 90 8 8 30 5.8 0.86 1.05 31 12.5

6mm Clear 6 Clear 89 8 8 33 5.8 0.84 1.06 31 15.0

8mm Clear 8 Clear 88 8 8 37 5.7 0.82 1.07 34 20.0

10mm Clear 10 Clear 88 8 8 41 5.7 0.80 1.10 35 25.0

12mm Clear 12 Clear 87 8 8 44 5.6 0.79 1.10 36 30.0

15mm Clear 15 Clear 83 8 8 55 5.5 0.70 1.19 37 37.5

19mm Clear 19 Clear 81 7 7 59 5.4 0.68 1.19 40 47.5

Low Iron Glass 

6mm Low Iron 6 Ultra Clear 91 8 8 15 5.8 0.91 1.00 31 15.0

8mm Low Iron 8 Ultra Clear 91 8 8 16 5.8 0.90 1.01 34 20.0

10mm Low Iron 10 Ultra Clear 91 8 8 18 5.7 0.90 1.01 35 25.0

Tinted Glass 

4mm Grey 4 Grey 56 6 6 71 5.9 0.69 0.81 30 10.0

5mm Grey 5 Grey 50 5 5 75 5.8 0.65 0.77 31 12.5

6mm Grey 6 Grey 44 5 5 79 5.8 0.61 0.72 31 15.0

8mm Grey 8 Grey 34 5 5 86 5.7 0.55 0.62 34 20.0

10mm Grey 10 Grey 26 4 4 90 5.7 0.50 0.52 35 25.0

12mm Grey 12 Grey 20 4 4 92 5.6 0.47 0.43 36 30.0

6mm SuperGrey 6 Dark Grey 9 4 4 99 5.8 0.36 0.25 31 15.0

5mm Green 5 Green 76 7 7 74 5.8 0.62 1.23 31 12.5

6mm Green 6 Green 73 7 7 78 5.8 0.58 1.26 31 15.0

Patterned Glass 

4mm Cathedral 4 Clear Obscure 90 8 8 27 5.9 0.87 1.03 30 10.0

5mm Cathedral 5 Clear Obscure 90 8 8 30 5.8 0.86 1.05 31 12.5

4mm Satinlite 4 Clear Obscure 90 8 8 27 5.9 0.87 1.03 30 10.0

5mm Satinlite 5 Clear Obscure 90 8 8 30 5.8 0.86 1.05 31 12.5

4mm Spotswood 4 Clear Obscure 90 8 8 27 5.9 0.87 1.03 30 10.0

5mm Spotswood 5 Clear Obscure 90 8 8 30 5.8 0.86 1.05 31 12.5

6mm Narrow Reeded 6 Clear Obscure 88 8 8 37 5.7 0.82 1.07 34 15.0

Acid Etched Glass 

4mm Acid Etched 4 Frosted 90 8 8 27 5.9 0.87 1.03 30 10.0

6mm Acid Etched 6 Frosted 89 8 8 33 5.8 0.84 1.06 31 15.0

10mm Acid Etched 10 Frosted 88 8 8 41 5.7 0.80 1.10 35 25.0

AGG Standard Glass Products - Single Glazed (SG)
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Product LowE Coating 
Surface #

Nominal 
Thickness 

(mm)
Colour

Visible Light Ultraviolet
Blockage 

(UV-Block %)

Energy
Selectivity 

(LSG)
Acoustics 

(Rw)
Weight 

(Kg per m2)Transmittance 
(VLT %)

Reflection-Out 
(VLR-Out %)

Reflection-In 
(VLR-In %) U-Value SHGC

Planibel G™ Clear LowE Glass 

4mm Planibel G 2 4 Clear 83 11 11 46 3.7 0.72 1.15 30 10.0

5mm Planibel G 2 5 Clear 82 11 12 48 3.7 0.71 1.15 31 12.5

6mm Planibel G 2 6 Clear 81 11 12 52 3.6 0.70 1.16 31 15.0

8mm Planibel G 2 8 Clear 81 10 11 50 3.6 0.70 1.16 34 20.0

10mm Planibel G 2 10 Clear 79 11 12 57 3.6 0.66 1.20 35 25.0

EnergyTech™ Clear LowE Glass

4mm EnergyTech 2 4 Clear 83 11 11 46 3.7 0.72 1.15 30 10.0

5mm EnergyTech 2 5 Clear 82 11 12 48 3.7 0.71 1.15 31 12.5

6mm EnergyTech 2 6 Clear 81 11 12 52 3.6 0.70 1.16 31 15.0

8mm EnergyTech 2 8 Clear 81 10 11 50 3.6 0.70 1.16 34 20.0

10mm EnergyTech 2 10 Clear 79 11 12 57 3.6 0.66 1.20 35 25.0

4mm EnergyTech Grey 2 4 Grey 50 7 9 79 3.7 0.54 0.93 30 10.0

6mm EnergyTech Grey 2 6 Grey 40 6 9 84 3.7 0.48 0.83 31 15.0

Sunergy™ Neutral LowE Glass

4mm Sunergy 2 4 Neutral 69 9 10 55 4.2 0.59 1.17 30 10.0

5mm Sunergy 2 5 Neutral 69 9 11 55 4.1 0.59 1.17 31 12.5

6mm Sunergy 2 6 Neutral 69 9 19 56 4.0 0.59 1.17 31 15.0

8mm Sunergy 2 8 Neutral 68 8 10 61 4.0 0.56 1.21 34 20.0

10mm Sunergy 2 10 Neutral 68 8 10 62 3.9 0.56 1.21 35 25.0

SolTech™ Neutral LowE Glass

4mm SolTech 2 4 Neutral 61 8 10 56 3.7 0.54 1.13 30 10.0

6mm SolTech 2 6 Neutral 63 9 10 59 3.7 0.54 1.17 31 15.0

10mm SolTech 2 10 Neutral 62 8 10 61 3.6 0.53 1.17 35 25.0

SolTech™ Grey LowE Glass

6mm SolTech Grey 2 6 Grey 30 6 8 87 3.7 0.37 0.81 31 15.0

EVantage™ Neutral Reflective LowE Glass

6mm EVantage 2 6 Neutral 68 23 26 70 3.8 0.63 1.08 31 15.0

EVantage™ Grey Reflective LowE Glass

6mm EVantage Grey 2 6 Grey 32 10 27 90 3.8 0.42 0.76 31 15.0

Planibel G™ and Sunergy™ are trade marks of AGC Glass Europe

EnergyTech™, SolTech™, EVanatge™ are trade marks of Oceania Glass Pty Ltd

AGG Hardcoat LowE Glass Products - Single Glazed (SG)
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Disclaimer
Australian Glass Group provides the information in this document on the basis that:

1. The performance values in this bulletin are in centre of glass values only, without framing.

2.  Calculations and terms in this report are derived from NFRC100-2010 calculation standards and using 
Windows 7.4 software.

3.  Data may change over time and updated versions of this document may exist.

4.  It is the readers responsibility to confirm they are viewing the most up to date version of this document, 
which can be obtained from our website www.agg.com.au or by emailing info@agg.com.au
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AGG NSW
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Girraween, NSW 
P: (02) 9896 0566 
F: (02) 9896 0190

AGG VIC
81-83 Rushdale St
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P: (03) 9730 7400
F: (03) 9730 7488

AGG TAS
39 South Arm Rd   
Rokeby, TAS 
P: (03) 6247 1625 
F: (03) 6247 6843

V1.1.03.22


	Explanation of Terms
	Insulglass Classic
	Insulglass LowE Prime
	Insulglass LowE Plus
	Insulglass LowE Advance
	Insulglass LowE Max
	Insulglass Select
	AGG Lam Single Glazed
	Pyroglass PyranS
	Pyrogloass ISO PyranS
	Pyroglass Pyranova
	Pyroglass ISO Pryanova
	AGG Standard Glass Products
	AGG Hardcoat LowE Glass Products
	Disclaimer



